Gayman, Patricia A

From: Larry Patrick [patrick@pica.army.mil]
Sent: Wednesday, October 23, 2002 1:36 PM
To: patrickl@ria.army.mil

Subject: P11FAHX1 - sectionc

CONTRACT C WORKSHEET

PRON P11FAHX1 AMC 1 AVBC G ATC FPS44
TDP 11580122 TDPL DATE 08/ 28/00
NSN 1025012920960 NOVENCLATURE FI RI NG MECH ASSY M49

ENG NEERI NG EXCEPTI ONS: The fol |l owi ng engi neeri ng changes apply to this
procurenent action(s):
Dwng. 11580123 (Case Assenbly): Renpve note: 2-Ring, Retaining
M516632-4018. Replace with: 2-Ring, Retaining No. NA3-Y18 per ASME
B18. 27. 1.

Dwg. 11580124 (Case): Material Block: Renove:.37-.46C AISI Alloy Steel per
FED- STD-66. Replace with: .37-.46C Al SI-SAE Al l oy (4XXX or 8XXX) Steel.
Free-machi ni ng grades are not all owed.

Dwg. 11580125 (Pin, Dowel): Material Block: Remove: Ms 16555-45. Repl ace
wi t h: NASM 16555- 45.

Dwng. 11580126 (Cup): Renpve Note: Mat'l: .27-.46C AISI "C' Carbon or AlSI
Al oy Steel per FED- STD-66. Replace with: .27-.46C Al SI-SAE Carbon or

Al SI - SAE Al l oy (4XXX or 8XXX) Steel. Merchant Quality and Free-nachining
grades are not all owed.

Renove FED- STD-66 from Spec Sumary (Ref) Bl ock.

Dwng. 11580127 (Fol lower): Renpve Note 1:Gas Nitride per ML-STD 1876 or
ION Nitride surface indicated by dot-dash |ines. Total case depth 0.010
to 0.015 inch. Surface hardness 15N 86-89 Core Hardness HRC 32- 38.

Repl ace with: Gas Nitride or ION Nitride surfaces indicated by dot-dash
lines. Effective case depth 0.010 to 0.015 inch to RC 50 or equival ent.
Surface hardness 15N 86-89. Core Hardness HRC 32-38. Mask all other
surfaces from Nitriding.

Mat eri al Bl ock: Change from.37-.43 AISI Alloy (4XXX or 8XXX) Steel to
.37-.43C Al SI-SAE Al l oy (4XXX or 8XXX) Steel. Free-nmachining grades are
not al | owed.

Renove M L-STD 1876 from Spec Sunmmary (Ref) Bl ock.

Dwng. 11580128 (Hammer): Material Bl ock: Renpve: Steel AlISI 4340 per
M L- S-5000. Replace with: Steel UNS (43400 per SAE- AMS 6484.
Renove M L-S-5000 from Spec Summary (Ref) Block. Replace with

SAE- AMS- 6484.

Dwg. 11580129 (Lever): Renpve note: .37-.46C AISI Alloy Stl per FED STD- 66
Casting per Dwng B11577275 Conp 2 or 3 Cass A Replace with: .37-.46C

Al SI - SAE Al l oy (4XXX or 8XXX) Steel. Free-machining grades are not
allowed. O Casting per B11577275 Comp 2 or 3 Class A

Renove FED- STD-66 from Spec Sumary (Ref) Bl ock.

Dwng. 11580131 (Pin): Material Block: Renobve: .27-.46C AISI Aly St

FED- STD-66. Replace with: .27-.46C Al SI-SAE Al loy (4XXX or 8XXX) Steel.
Free-nmachi ni ng grades are not all owed.

Renove FED- STD-66 from Spec Sumary (Ref) Bl ock.
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Dwng. 11580132 (Sl eeve): Renobve note: .27-.46C AISI Alloy (4XXX or 8XXX)
St eel . Repl ace with .27-.46C Al SI-SAE Al l oy (4XXX or 8XXX) Steel.
Free-nmachi ni ng grades are not all owed.

Dwg. 11580136 (Yoke): Material Block: Renove: .37-.46C AISI Alloy Steel



CONTRACT C WORKSHEET

PRON P11FAHX1 AMC 1 AMSC G ATC FPS44
TDP 11580122 TDPL DATE 08/ 28/ 00
NSN 1025012920960 NOVENCLATURE FI RI NG MECH ASSY M49

per FED-STD-66. Replace with:.37-.46C Al SI-SAE All oy (4XXX or 8XXX)

Steel . Free-nmachi ning grades are not all owed.

Renove FED- STD-66 from Spec Sumary (Ref) Bl ock.

QAP 11580123: Repl ace M516632 with ASME-B18. 27.
DELETE M L- STD- 1189 REPLACE W TH BEST COMMERCI AL PRACTI CE

Drawi ng 11580136 - I ncorporate ECP L1P1001 into the tecnical data
GFM GFE: DRAW NG NO.

MYLARS REQUI RED ( Check one): Y or XN
CERTI FI CATI ON SI GNATURE( s) / CONCURRENCE

Eng
Act ROBERT MEl NHART ROBERT MEl NHART 8/1/01 AVSTA- AR- CCB 974- 4102
Type/ Print Name Signature/ Concurrence Dat e Ofice Sym DSN Tel
LCSE
Act
Type/ Print Name Signature/ Concurrence Dat e Ofice Sym DSN Tel
Pkg
Act NORMAN JAMES NORMAN JAMES 8/ 29/ 00 AVSTA- CCB- EP 974- 4167
Type/ Print Name Signature/ Concurrence Dat e Ofice Sym DSN Tel
PAD
Act RACHEL HUYCK RACHEL HUYCK 8/1/01 AVSTA- AR- QAC 880- 3707

Type/ Print Name Signature/ Concurrence Dat e Ofice Sym DSN Tel



