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REVISION
LTR DESCRIPTION DATE APPROVED
NOTES: | PrODUCT BASELINE 02-22-77
1. THIS DRAWING SHALL BE INTERPRETED IN ACCORDANCE
WITH APPLICABLE STANDARDS LISTED IN DOD-STO-100.
ASME Y14.5 DATED 1994 AND AWS 2.4-85 APPLY.
2. MATERIAL: STAINLESS STEEL, 10 GA., HEAT TREAT,
OF 304 PER ASTM A 24D. TUBING PER ASTM ASS4-04. 1 [.020]4] /7 |.020[B]
3. TIG WELD IAW AWS B2.1 003-830. PLANISH TO REMOVE UNDERCUT. 8-
ASTM AS54-94 APPLIES. RADIDGRAPHIC INSPECTION OF SEAM WELD
IN ACCIORDANCE WITH ASTM E330-05 GRADE 2 AND MIL STD 453c-1988.
4. REMDVE BURRS AND BREAK SHARP EDGES .01 MAX. a— A s om0 A
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