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NOTICE OF REVISION (NOR) (YYYYMMOD) Form Approved
THIS REVISION DESCRIBED BELOW HAS BEEN AUTHORIZED FOR THE DOCUMENT LISTED OMS No. 0704-0188
20040405
2. PROCURING
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ACTITY NUMBER LISTED 3 ITEM 2 OF THIS PORM
4. ORIGINATOR ©. ADDRESS (Sieet, Cly, Siaw, Zp Coow) 5. CAGE CODE c.uonuo.m
= TVPEDNALE 3 it ok, o0 ARDEC, AMSRD-AAR-AIC-FD 19200 -
Bennie J. Boswell R 7.CAGE CODE 8. DOCUMENT NO.
Rock island, IL 61299-7300 19200 12680956
9. TITLE OF DOCUMENT 10, REVISION LETTER 1. ECP NO.
R.H. Bolt Finger Assembly ‘G b.NEW L04S3015
12. CONFIGURATION ITEM (OR SYSTEM) TO WHICH ECP APPLIES NOR SHT ECP SHT
MK 19, Mod 3 Grenade Machine Gun 10F2 30F10
13, DESCRIPTION OF REVISION
Dwg Sht 1:

ﬁn Zone D8; Change finish note:

From: “4. FINAL PROTECTIVE FINISH: ELECTROLESS NICKEL COATING PER
ASTM B733 SC3, TYPE I, CLASS 2, FeCr1/NiP11 38

To: “4. FINAL PROTECTIVE FINISH: ELECTROLESS NICKEL COATING PER
ASTM B733, TYPE IV, CLASS 2, SC3, CORROSION RESISTANCE - 96 HR
SALT SPRAY TEST PER ASTM B117.

In Zone A8; Add special sampling requirement:

Add:

/307 \
N4

ELECTROLESS NICKEL SALT SPRAY TEST, SHT 2
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NOTICE OF REVISION (NOR)
Continuation Sheet

NOR CONTINUATION SHEET 2 OF 2

ORIGINATOR NAME AND ADDRESS CAGE CODE DATE NOR NO. 001
PAN DOCUMENT NO.

ARDEC, AMSRD-AAR-AIC-FD 19200 5 Apr 2004

Rock Island, 1. 61299-7300 L04S3015 . 2680956
ECP NO.
L04S3015

Dwg Sht 2:

In Zone C8, Add special sampling requirement:
Add: “307. ELECTROLESS NICKEL SALT SPRAY TEST.
SAMPLE SIZE AND FREQUENCY OF SAMPLE SELECTED SHALL BE AS SPECIFIED
IN ASTM B733 AND BE TESTED IN ACCORDANCE WITH STM-7. IF ANY ITEM OR
SPECIMEN FAILS TO MEET THE APPLICABLE REQUIREMENT, THE QUANTITY
REPRESENTED BY THE SAMPLE SHALL BE REJECTED.”
In Zone B8, Add Special Test Method:

Add: “STM-7 ELECTROLESS NICKEL SALT SPRAY TEST.
CONDUCT THIS TEST AS SPECIFIED IN ASTM B117

In Zone D8, Change 301:
From: “301 STRESS AND HYDROGEN EMBRITTLEMENT RELIEF TEST.
To: “301 HYDROGEN EMBRITTLEMENT RELIEF TEST.

In Zone C8, Change STM-1:

From: “STM-1 STRESS AND HYDROGEN EMBRITTLEMENT RELIEF TEST.
CONDUCT THIS TEST AS SPECIFIED IN MIL-C-26074."

To: “STM-1 HYDROGEN EMBRITTLEMENT RELIEF TEST.
CONDUCT THIS TEST AS SPECIFIED IN ASTM F519, USING TYPE 1a SPECIMENS.”

in Zone D,C8, change specification callout:
In 301, 302, 303, & 304: change from “MIL-C-26074" to “ASTM B733" 2 Places.

In STM-1, STM-2, STM-3, & STM-4: change from “MIL-C-26074" to “ASTM B733" one place.




